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1
FLAT PANEL DISPLAY DEVICE AND
METHOD OF MANUFACTURING THE SAME

CROSS-REFERENCE TO RELATED PATENT
APPLICATION

This application claims priority to and the benefit of
Korean Patent Application No. 10-2012-0077362, filed on
Jul. 16, 2012, in the Korean Intellectual Property Office, the
disclosure of which is incorporated herein in its entirety by
reference.

BACKGROUND

1. Field

The present invention relates to a flat panel display device
and a method of manufacturing the same.

2. Description of the Related Art

In a flat panel display device, for example an organic
light-emitting display device, an organic light-emitting layer
is formed using a deposition process.

However, color mixture of sub-pixels with different colors
may occur due to shadow caused by masking for deposition
during the deposition process.

When color mixture of sub-pixels occurs, luminous effi-
ciency may drop, and chromaticity may be degraded.

SUMMARY

The present invention provides a flat panel display device
that may reduce color mixture occurring in sub-pixels and a
method of manufacturing the flat panel display device.

According to embodiments of the present invention, a flat
panel display device includes: a substrate; an insulating
layer on the substrate, the insulating layer having first
openings, second openings, and third openings; a plurality of
first lines on the insulating layer, the first lines being
overlapped with the first openings and extending in a first
direction, the plurality of first lines including a first organic
light-emitting layer; a plurality of second lines on the
insulating layer, the second lines being overlapped with the
second openings and extending in the first direction, the
plurality of second lines including a second organic light-
emitting layer that is different from the first organic light-
emitting layer; and a plurality of third lines on the insulating
layer, the third lines being overlapped with the third open-
ings and extending in the first direction, the plurality of third
lines including a third organic light-emitting layer that is
different from the first and second organic light-emitting
layers. The first lines and the second lines, which are
adjacent to each other, are partially overlapped with each
other on the insulating layer, and the first lines, the second
lines, and the third lines are not overlapped with the open-
ings overlapped with other ones of the lines.

The second lines and the third lines, which are adjacent to
each other, may be partially overlapped with each other on
the insulating layer.

A distance between the first openings and the second
openings adjacent to the first openings, or a distance
between the first openings and the third openings adjacent to
the first openings, may be different from a distance between
the second openings and the third openings adjacent to the
second openings.

The distance between the first openings and the second
openings adjacent to the first openings, or the distance
between the first openings and the third openings adjacent to
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2

the first openings, may be greater than the distance between
the second openings and the third openings adjacent to the
second openings.

At least two openings from among the first openings, the
second openings, and the third openings may have different
sizes from each other.

A size of each of the third openings may be greater than
a size of each of the first openings or a size of each of the
second openings.

The insulating layer may have fourth openings, and the
flat panel display device may further include a plurality of
fourth lines on the insulating layer, the fourth lines being
overlapped with the fourth openings and extending in the
first direction, the plurality of fourth lines including a fourth
organic light-emitting layer that is different from the first,
second, and third organic light-emitting layers.

In another embodiment according to the present inven-
tion, a flat panel display device includes: a substrate; an
insulating layer on the substrate, the insulating layer having
first openings, second openings, and third openings; a plu-
rality of first lines on the insulating layer, the first lines being
overlapped with the first openings and extending in a first
direction, the plurality of first lines including a first organic
light-emitting layer; a plurality of second lines on the
insulating layer, the second lines being overlapped with the
second openings and extending in the first direction, the
plurality of second lines including a second organic light-
emitting layer that is different from the first organic light-
emitting layer; and a plurality of third lines on the insulating
layer, the third lines being overlapped with the third open-
ings and extending in the first direction, the plurality of third
lines including a third organic light-emitting layer that is
different from the first and second organic light-emitting
layers. The first lines, the second lines, and the third lines are
not overlapped with the openings overlapped with other
ones of the lines, and a distance between the first openings
and the second openings adjacent to the first openings, or a
distance between the first openings and the third openings
adjacent to the first openings, is different from a distance
between the second openings and the third openings adja-
cent to the second openings.

The distance between the first openings and the second
openings adjacent to the first openings, or the distance
between the first openings and the third openings adjacent to
the first openings, may be greater than the distance between
the second openings and the third openings adjacent to the
second openings.

At least two openings from among the first openings, the
second openings, and the third openings may have different
sizes from each other.

A size of each of the third openings may be greater than
a size of each of the first openings or a size of each of the
second openings.

The insulating layer may have fourth openings, and the
flat panel display device may further include a plurality of
fourth lines on the insulating layer, the fourth lines being
overlapped with the fourth openings extending in the first
direction, the plurality of fourth lines including a fourth
organic light-emitting layer that is different from the first,
second, and third organic light-emitting layers.

In another embodiment according to the present inven-
tion, a flat panel display device includes: a substrate; an
insulating layer on the substrate, the insulating layer having
first openings, second openings, and third openings; a plu-
rality of first lines on the insulating layer, the first lines being
overlapped with first openings and extending in a first
direction, the plurality of first lines including a first organic
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light-emitting layer; a plurality of second lines on the
insulating layer, the second lines being overlapped with the
second openings and extending in the first direction, the
plurality of second lines including a second organic light-
emitting layer that is different from the first organic light-
emitting layer; and a plurality of third lines on the insulating
layer, the third lines being overlapped with the third open-
ings and extending in the first direction, the plurality of third
lines including a third organic light-emitting layer that is
different from the first and second organic light-emitting
layers. The first lines, the second lines, and the third lines are
not overlapped with the openings that are overlapped with
other ones of the lines, and a distance between the first
openings and the second openings adjacent to the first
openings, a distance between the first openings and the third
openings adjacent to the first openings, and a distance
between the second openings and the third openings adja-
cent to the second openings, are greater than widths of the
first, second, and third openings along a second direction,
which is perpendicular to the first direction.

At least two openings from among the first openings, the
second openings, and the third openings may have different
sizes from each other.

A size of each of the third openings may be greater than
a size of each of the first openings or a size of each of the
second openings.

The insulating layer may have fourth openings, and the
flat panel display device may further include a plurality of
fourth lines on the insulating layer, the fourth lines being
overlapped with the fourth openings and extending in the
first direction, the plurality of fourth lines including a fourth
organic light-emitting layer that is different from the first,
second, and third organic light-emitting layers.

In another exemplary embodiment according to the pres-
ent invention, a method of manufacturing a flat panel display
is provided. The method includes: forming an insulating
layer having first openings, second openings, and third
openings on a substrate; depositing a first organic light-
emitting material discharged from a first deposition assem-
bly on the substrate while the substrate is moved relative to
the first deposition assembly spaced apart from the substrate,
to form a plurality of first lines including a first organic
light-emitting layer, overlapped with the first openings, and
extending in a first direction; depositing a second organic
light-emitting material discharged from a second deposition
assembly on the substrate while the substrate is moved
relative to the second deposition assembly spaced apart from
the substrate, to form a plurality of second lines including a
second organic light-emitting layer, overlapped with the
second openings, and extending in the first direction, the
second organic light-emitting layer being different from the
first organic light-emitting layer; and depositing a third
organic light-emitting material discharged from a third
deposition assembly on the substrate while the substrate is
moved relative to the third deposition assembly spaced apart
from the substrate, to form a plurality of third lines including
a third organic light-emitting layer, overlapped with the third
openings, and extending in the first direction, the third
organic light-emitting layer being different from the first and
second organic light-emitting layers. The first lines and the
second lines, which are adjacent to each other, are partially
overlapped with each other on the insulating layer, and the
first lines, the second lines, and the third lines are not
overlapped with the openings overlapped with other ones of
the lines.
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The second lines and the third lines, which are adjacent to
each other, may be partially overlapped with each other on
the insulating layer.

A distance between the first openings and the second
openings adjacent to the first openings, or a distance
between the first openings and the third openings adjacent to
the first openings, may be different from a distance between
the second openings and the third openings adjacent to the
second openings.

The distance between the first openings and the second
openings adjacent to the first openings, or the distance
between the first openings and the third openings adjacent to
the first openings, may be greater than the distance between
the second openings and the third openings adjacent to the
second openings.

The deposition of the first organic light-emitting material
may be performed before the deposition of the second
organic light-emitting material or the deposition of the third
organic light-emitting material.

At least two openings from among the first openings, the
second openings, and the third openings may have different
sizes from each other.

A size of each of the third openings may be greater than
a size of each of the first openings or a size of each of the
second openings.

The deposition of the first organic light-emitting material,
the deposition of the second organic light-emitting material,
and the deposition of the third light-emitting material may
be performed continuously on the substrate that is moved in
the first direction.

The insulating layer may have fourth openings, and the
method may further include depositing a fourth organic
light-emitting material discharged from a fourth deposition
assembly on the substrate while the substrate is moved
relative to the fourth deposition assembly spaced apart from
the substrate, to form a plurality of fourth lines including a
fourth organic light-emitting layer, overlapped with the
fourth openings, and extending in the first direction, the
fourth organic light-emitting layer being different from the
first, second, and third organic light-emitting layers.

The deposition of the first organic light-emitting material,
the deposition of the second organic light-emitting material,
the deposition of the third light-emitting material, and the
deposition of the fourth light-emitting material may be
performed continuously on the substrate that is moved in the
first direction.

In another embodiment according to the present inven-
tion, a method of manufacturing a flat panel display is
provided. The method includes: forming an insulating layer
having first openings, second openings, and third openings
on a substrate; depositing a first organic light-emitting
material discharged from a first deposition assembly on the
substrate while the substrate is moved relative to the first
deposition assembly spaced apart from the substrate, to form
a plurality of first lines including a first organic light-
emitting layer, overlapped with the first openings, and
extending in a first direction; depositing a second organic
light-emitting material discharged from a second deposition
assembly on the substrate while the substrate is moved
relative to the second deposition assembly spaced apart from
the substrate, to form a plurality of second lines including a
second organic light-emitting layer, overlapped with the
second openings, and extending in the first direction, the
second organic light-emitting layer being different from the
first organic light-emitting layer; and depositing a third
organic light-emitting material discharged from a third
deposition assembly on the substrate while the substrate is
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moved relative to the third deposition assembly spaced apart
from the substrate, to form a plurality of third lines including
a third organic light-emitting layer, overlapped with the third
openings, and extending in the first direction, the third
organic light-emitting layer being different from the first and
second organic light-emitting layers. The first lines, the
second lines, and the third lines are not overlapped with the
openings overlapped with other ones of the lines, and a
distance between the first openings and the second openings
adjacent to the first openings, or a distance between the first
openings and the third openings adjacent to the first open-
ings, is different from a distance between the second open-
ings and the third openings adjacent to the second openings.

The distance between the first openings and the second
openings adjacent to the first openings, or the distance
between the first openings and the third openings adjacent to
the first openings, may be greater than the distance between
the second openings and the third openings adjacent to the
second openings.

The deposition of the first organic light-emitting material
may be performed before the deposition of the second
organic light-emitting material or the deposition of the third
organic light-emitting material.

At least two openings from among the first openings, the
second openings, and the third openings may have different
sizes from each other.

A size of each of the third openings may be greater than
a size of each of the first openings or a size of each of the
second openings.

The deposition of the first organic light-emitting material,
the deposition of the second organic light-emitting material,
and the deposition of the third light-emitting material may
be performed continuously on the substrate that is moved in
the first direction.

The insulating layer may have fourth openings, and the
method may further include depositing a fourth organic
light-emitting material discharged from a fourth deposition
assembly on the substrate while the substrate is moved
relative to the fourth deposition assembly spaced apart from
the substrate, to form a plurality of fourth lines including a
fourth organic light-emitting layer, overlapped with the
fourth openings, and extending in the first direction, the
fourth organic light-emitting layer being different from the
first, second, and third organic light-emitting layers.

The deposition of the first organic light-emitting material,
the deposition of the second organic light-emitting material,
the deposition of the third light-emitting material, and the
deposition of the fourth light-emitting material may be
performed continuously on the substrate that is moved in the
first direction.

In another embodiment according to the present inven-
tion, a method of manufacturing a flat panel display is
provided. The method includes: forming an insulating layer
having first openings, second openings, and third openings
on a substrate; depositing a first organic light-emitting
material discharged from a first deposition assembly on the
substrate while the substrate is moved relative to the first
deposition assembly spaced apart from the substrate, to form
a plurality of first lines including a first organic light-
emitting layer, overlapped with the first openings, and
extending in a first direction; depositing a second organic
light-emitting material discharged from a second deposition
assembly on the substrate while the substrate is moved
relative to the second deposition assembly spaced apart from
the substrate, to form a plurality of second lines including a
second organic light-emitting layer, overlapped with the
second openings, and extending in the first direction, the

5

10

15

20

25

30

35

40

45

50

55

60

65

6

second organic light-emitting layer being different from the
first organic light-emitting layer; and depositing a third
organic light-emitting material discharged from a third
deposition assembly on the substrate while the substrate is
moved relative to the third deposition assembly spaced apart
from the substrate, to form a plurality of third lines including
a third organic light-emitting layer, overlapped with the third
openings, and extending in the first direction, the third
organic light-emitting layer being different from the first and
second organic light-emitting layers. The first lines, the
second lines, and the third lines are not overlapped with the
openings overlapped with other ones of the lines, and a
distance between the first openings and the second openings
adjacent to the first openings, a distance between the first
openings and the third openings adjacent to the first open-
ings, and a distance between the second openings and the
third openings adjacent to the second openings, are greater
than widths of the first, second, and third openings along a
second direction, which is perpendicular to the first direc-
tion.

At least two openings from among the first openings, the
second openings, and the third openings may have different
sizes from each other.

A size of each of the third openings may be greater than
a size of each of the first openings or a size of each of the
second openings.

The deposition of the first organic light-emitting material,
the deposition of the second organic light-emitting material,
and the deposition of the third light-emitting material may
be performed continuously on the substrate that is moved in
the first direction.

The insulating layer may have fourth openings, and the
method may further include depositing a fourth organic
light-emitting material discharged from a fourth deposition
assembly on the substrate while the substrate is moved
relative to the fourth deposition assembly spaced apart from
the substrate, to form a plurality of fourth lines including a
fourth organic light-emitting layer, overlapped with the
fourth openings, and extending in the first direction, the
fourth organic light-emitting layer being different from the
first, second, and third organic light-emitting layers.

The deposition of the first organic light-emitting material,
the deposition of the second organic light-emitting material,
the deposition of the third organic light-emitting material,
and the deposition of the fourth organic light-emitting mate-
rial may be performed continuously on the substrate that is
moved in the first direction.

According to embodiments of the present invention,
occurrence of color mixture of sub-pixels with different
colors may be reduced, and thus degradation of luminous
efficiency and/or chromaticity may be prevented.

Also, patterning of an organic light-emitting layer may be
achieved through a continuous deposition process, thus a
speed of operation may be significantly increased, and good
quality of deposition product may be maintained.

BRIEF DESCRIPTION OF THE DRAWINGS

The above and other features and aspects of the present
invention will become more apparent by describing in detail
exemplary embodiments thereof with reference to the
attached drawings in which:

FIG. 1 is a schematic plan view illustrating a structure of
an organic layer deposition apparatus for manufacturing a
flat panel display device according to an embodiment of the
present invention;



US 9,466,647 B2

7

FIG. 2 is a schematic side view of a deposition unit of the
organic layer deposition apparatus of FIG. 1;

FIG. 3 is a schematic perspective view of the deposition
unit of the organic layer deposition apparatus of FIG. 1;

FIG. 4 is a schematic cross-sectional view of the depo-
sition unit of FIG. 3;

FIG. 5 is a schematic perspective view of an organic layer
deposition assembly according to another embodiment of
the present invention;

FIG. 6 is a schematic side view of the organic layer
deposition assembly of FIG. 5;

FIG. 7 is a schematic plan view of the organic layer
deposition assembly of FIG. 5;

FIG. 8 is a schematic perspective view of an organic layer
deposition assembly according to another embodiment of
the present invention;

FIG. 9 is a schematic perspective view of an organic layer
deposition assembly according to another embodiment of
the present invention.

FIG. 10 is a diagram illustrating a structure in which
patterning slits are arranged at equal intervals in a patterning
slit sheet;

FIG. 11 is a schematic diagram illustrating organic layers
formed on a substrate by using the patterning slit sheet;

FIG. 12 is a partial plan view of a flat panel display device
manufactured using the organic layer deposition apparatus;

FIG. 13 is a cross-sectional view along the line I-I of FIG.
12;

FIG. 14 is a partial plan view of a flat panel display device
according to another embodiment of the present invention;

FIG. 15 is a partial plan view of a flat panel display device
according to another embodiment of the present invention;
and

FIG. 16 is a partial plan view of a flat panel display device
according to another embodiment of the present invention.

DETAILED DESCRIPTION

Reference will now be made in detail to embodiments of
the present invention, examples of which are illustrated in
the accompanying drawings, wherein like reference numer-
als refer to the like elements throughout. The embodiments
are described below in order to explain aspects of the present
invention by referring to the figures. Expressions such as “at
least one of,” when preceding a list of elements, modify the
entire list of elements and do not modify the individual
elements of the list.

FIG. 1 is a schematic plan view illustrating a structure of
an organic layer deposition apparatus 1 for manufacturing a
flat panel display device according to an embodiment of the
present invention. FIG. 2 is a schematic side view of a
deposition unit 100 of the organic layer deposition apparatus
1 of FIG. 1, according to an embodiment of the present
invention.

Referring to FIGS. 1 and 2, the organic layer deposition
apparatus 1 includes the deposition unit 100, a loading unit
200, an unloading unit 300, and a conveyer unit 400 (also
refer to FIGS. 3 and 4).

The loading unit 200 may include a first rack 212, a
transport chamber 214, a first inversion chamber 218, and a
buffer chamber 219.

A plurality of substrates (for example, one substrate 2 is
shown in FIGS. 3-9) onto which a deposition material has
not yet been applied are stacked up on the first rack 212. A
transport robot (not shown) included in the transport cham-
ber 214 picks up one of the substrates from the first rack 212,
and places it on a transfer unit 430 transferred by a second

10

20

25

30

35

40

45

50

55

60

65

8

conveyer unit 420. Then, the transfer unit 430 on which the
substrate is disposed is moved into the first inversion cham-
ber 218.

The first inversion chamber 218 is located adjacent to the
transport chamber 214. The first inversion chamber 218
includes a first inversion robot that inverts the transfer unit
430 and then loads it on a first conveyer unit 410 of the
deposition unit 100.

Referring to FIG. 1, the transport robot of the transport
chamber 214 places one of the substrates on a top surface of
the transfer unit 430, and the transfer unit 430 on which the
substrate is located is then transferred into the first inversion
chamber 218. The first inversion robot of the first inversion
chamber 218 inverts the substrate so that the substrate is
turned upside down in the deposition unit 100.

The unloading unit 300 is configured to operate in an
opposite manner to the loading unit 200 described above.
Specifically, a second inversion robot in a second inversion
chamber 328 inverts the transfer unit 430, which has passed
through the deposition unit 100 while the substrate is placed
on the transfer unit 430, and then moves the transfer unit 430
on which the substrate is placed into an ejection chamber
324. Then, an ejection robot takes the transfer unit 430 on
which the substrate is placed out of the ejection chamber
324, separates the substrate from the transfer unit 430, and
then loads the substrate on a second rack 322. The transfer
unit 430, separated from the substrate, is returned to the
loading unit 200 via the second conveyer unit 420.

However, the present invention is not limited to the above
example. For example, when placing the substrate on the
transfer unit 430, the substrate may be fixed (or attached)
onto a bottom surface of the transfer unit 430 and then
moved into the deposition unit 100. In such an embodiment,
for example, the first inversion robot of the first inversion
chamber 218 and the second inversion robot of the second
inversion chamber 328 may be omitted.

The deposition unit 100 may include at least one chamber
for deposition. In one embodiment, as illustrated in FIGS. 1
and 2, the deposition unit 100 includes a chamber 101 in
which a plurality of organic layer deposition assemblies
(100-1)(100-2) . . . (100-) may be located. Referring to
FIG. 1, 11 organic layer deposition assemblies, i.e., a first
organic layer deposition assembly (100-1), a second organic
layer deposition assembly (100-2), through an eleventh
organic layer deposition assembly (100-11), are located in
the chamber 101, but the number of organic layer deposition
assemblies may vary with a desired deposition material and
deposition conditions. The chamber 101 is maintained in
vacuum during the deposition process.

In the embodiment illustrated in FIG. 1, the transfer unit
430 with the substrate fixed (or attached) thereon may be
moved at least to the deposition unit 100, or may be moved
sequentially to the loading unit 200, the deposition unit 100,
and the unloading unit 300, by the first conveyer unit 410,
and the transfer unit 430 that is separated from the substrate
in the unloading unit 300 may be moved back to the loading
unit 200 by the second conveyer unit 420.

The first conveyer unit 410 passes through the chamber
101 when passing through the deposition unit 100, and the
second conveyer unit 420 conveys (or transports) the trans-
fer unit 430 from which the substrate is separated.

Here, the organic layer deposition apparatus 1 is config-
ured such that the first conveyer unit 410 and the second
conveyer unit 420 are respectively located above and below
so that after the transfer unit 430, on which deposition has
been completed while passing through the first conveyer unit
410, is separated from the substrate in the unloading unit
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300, the transfer unit 430 is returned to the loading unit 200
via the second conveyer unit 420 formed below the first
conveyer unit 410, whereby the organic layer deposition
apparatus 1 may have an improved space utilization effi-
ciency.

In an embodiment, the deposition unit 100 of FIG. 1 may
further include a deposition source replacement unit 190
located at a side of each organic layer deposition assembly.
Although not particularly illustrated in the drawings, the
deposition source replacement unit 190 may be formed as a
cassette-type that may be drawn to the outside from each
organic layer deposition assembly. Thus, a deposition source
110 (refer to FIG. 3) of each of the organic layer deposition
assemblies (100-1)(100-2) . . . (100-z) may be easily
replaced.

FIG. 1 illustrates the organic layer deposition apparatus 1
in which two sets of structures each including the loading
unit 200, the deposition unit 100, the unloading unit 300, and
the conveyer unit 400 are arranged in parallel. In such an
embodiment, a patterning slit sheet replacement unit 500
may be located between the two organic layer deposition
apparatuses 1. That is, due to this configuration of structures,
the two organic layer deposition apparatuses 1 share the
patterning slit sheet replacement unit 500, resulting in
improved space utilization efficiency, as compared to a case
where each organic layer deposition apparatus 1 includes the
patterning slit sheet replacement unit 500.

FIG. 3 is a schematic perspective view of the deposition
unit 100 of the organic layer deposition apparatus 1 of FIG.
1, according to an embodiment of the present invention.
FIG. 4 is a schematic cross-sectional view of the deposition
unit 100 of FIG. 3, according to an embodiment of the
present invention.

Referring to FIGS. 3 and 4, the deposition unit 100 of the
organic layer deposition apparatus 1 includes at least one
organic layer deposition assembly 100-1 and a conveyer unit
400.

Hereinafter, an overall structure of the deposition unit 100
will be described.

The chamber 101 may be formed as a hollow box type and
accommodate the at least one organic layer deposition
assembly 100-1 and the transfer unit 430. In another descrip-
tive manner, a foot 102 is formed so as to fix the deposition
unit 100 on the ground, a lower housing 103 is located on the
foot 102, and an upper housing 104 is located on the lower
housing 103. The chamber 101 accommodates both the
lower housing 103 and the upper housing 104. In this regard,
a connection part of the lower housing 103 and the chamber
101 is sealed so that the inside of the chamber 101 is
completely isolated from the outside. Due to the structure in
which the lower housing 103 and the upper housing 104 are
located on the foot 102 fixed on the ground, the lower
housing 103 and the upper housing 104 may be maintained
in a fixed position even though the chamber 101 is repeat-
edly contracted and expanded. Thus, the lower housing 103
and the upper housing 104 may serve as a reference frame
in the deposition unit 100.

The upper housing 104 includes the organic layer depo-
sition assembly 100-1 and the first conveyer unit 410 of the
conveyer unit 400, and the lower housing 103 includes the
second conveyer unit 420 of the conveyer unit 400. While
the transfer unit 430 is cyclically moving between the first
conveyer unit 410 and the second conveyer unit 420, a
deposition process is continuously performed.

Hereinafter, constituents of the organic layer deposition
assembly 100-1 are described in detail.
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The first organic layer deposition assembly 100-1
includes the deposition source 110, a deposition source
nozzle unit 120, the patterning slit sheet 130, a shielding
member 140, a first stage 150, a second stage 160, a camera
(or cameras) 170, and a sensor (or sensors) 180. In this
regard, all the elements illustrated in FIGS. 3 and 4 may be
arranged in the chamber 101 maintained in an appropriate
vacuum state. This structure is used to achieve the linearity
of a deposition material.

For example, in order to deposit a deposition material 115
that has been discharged from the deposition source 110 and
passed through the deposition source nozzle unit 120 and the
patterning slit sheet 130, onto a substrate 2 in a desired
pattern, it is desirable to maintain the chamber (not shown)
in the same vacuum state as that used in a deposition method
using a fine metal mask (FMM). In addition, the temperature
of the patterning slit sheet 130 should be sufficiently lower
than that of the deposition source 110 because thermal
expansion of the patterning slit sheet 130 is reduced or
minimized when the temperature of the patterning slit sheet
130 is sufficiently low.

The substrate 2 on which the deposition material 115 is to
be deposited is arranged in the chamber 101. The substrate
2 may be a substrate for a flat panel display device. For
example, a large substrate of 40 inches or greater may be
used as the substrate 2, such as a mother glass, for manu-
facturing a plurality of flat panel displays.

According to the present embodiment, the deposition
process may be performed with the substrate 2 being moved
relative to the organic layer deposition assembly 100-1.

In the organic layer deposition assembly 100-1, deposi-
tion may be performed while the organic layer deposition
assembly 100-1 and the substrate 2 are moved relative to
each other. In other words, deposition may be continuously
performed while the substrate 2, which faces the organic
layer deposition assembly 100-1, is moved in a Y-axis
direction. That is, deposition is performed in a scanning
manner while the substrate 2 is moved in a direction of
arrow A illustrated in FIG. 3. Although the substrate 2 is
illustrated as being moved in the Y-axis direction in the
chamber 101 in FIG. 3 when deposition is performed, the
present invention is not limited thereto. For example, depo-
sition may be performed while the organic layer deposition
assembly 100-1 is moved in the Y-axis direction and the
substrate 2 is held in a fixed position.

Thus, in the organic layer deposition assembly 100-1, the
patterning slit sheet 130 may be smaller (e.g., much smaller)
than a fine metal mask (FMM) used in a conventional
deposition method. In other words, in the organic layer
deposition assembly 100-1, deposition is continuously per-
formed, i.e., in a scanning manner while the substrate 2 is
moved in the Y-axis direction. Thus, at least one of the
lengths of the patterning slit sheet 130 in X-axis and Y-axis
directions may be much less than a length of the substrate 2.
Since the patterning slit sheet 130 may be formed smaller
(e.g., much smaller) than the FMM used in a conventional
deposition method, it is relatively easy to manufacture the
patterning slit sheet 130. That is, the small patterning slit
sheet 130 is more suitable in view of the manufacturing
processes, including etching followed by precise elongation,
welding, transferring, and washing processes, than the FMM
used in a conventional deposition method. In addition, this
is more suitable for manufacturing a relatively large display
device.

In order to perform deposition while the organic layer
deposition assembly 100-1 and the substrate 2 are moved
relative to each other as described above, the organic layer
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deposition assembly 100-1 and the substrate 2 may be
spaced apart from each other by a certain distance (e.g., a
gap). This is described below in more detail.

The deposition source 110 that contains and heats the
deposition material 115 is located at a side opposite to
(facing) a side in which the substrate 2 is located in the
chamber. As the deposition material 115 contained in the
deposition source 110 is vaporized, deposition is performed
on the substrate 2.

The deposition source 110 includes a crucible 111 that is
filled with the deposition material 115 and a heater 112 that
heats the crucible 111 so as to vaporize the deposition
material 115 toward a side of the crucible 111 filled with the
deposition material 115, in particular, toward the deposition
source nozzle unit 120.

The deposition source nozzle unit 120, in one embodi-
ment, is located at a side of the deposition source 110 facing
the substrate 2. In this regard, the organic layer deposition
assemblies each may include different deposition source
nozzles 121 in performing deposition for forming common
layers and pattern layers. That is, a plurality of deposition
source nozzles 121 may be formed in (e.g., arranged along)
the Y-axis, or arranged along the scanning direction of the
substrate 2, in the deposition source nozzle unit 120 for
forming a pattern layer. Accordingly, the deposition source
nozzles 121 are formed such that only one line of the
deposition source nozzles 121 is formed along the X-axis
direction, to reduce (or significantly reduce) occurrence of
shadows. Further, a plurality of deposition source nozzles
121 may be formed along the X-axis in the deposition source
nozzle unit 120 for forming a common layer. By doing so,
a thickness uniformity of the common layer may be
improved.

In one embodiment, the patterning slit sheet 130 may be
located between the deposition source 110 and the substrate
2. The patterning slit sheet 130 may further include a frame
having a shape similar to a window frame. The patterning
slit sheet 130 includes a plurality of patterning slits 131
arranged along the X-axis direction. The deposition material
115 that has been vaporized in the deposition source 110
passes through the deposition source nozzle unit 120 and the
patterning slit sheet 130 and is then deposited onto the
substrate 2. In this regard, the patterning slit sheet 130 may
be formed using the same method as that used to form an
FMM, in particular, a stripe-type mask, e.g., etching. In this
regard, a total number of patterning slits 131 may be more
than a total number of deposition source nozzles 121.

In one embodiment, the deposition source 110 (and the
deposition source nozzle unit 120 combined thereto) and the
patterning slit sheet 130 may be spaced apart from each
other by a certain distance (e.g., a gap).

As described above, deposition is performed while the
organic layer deposition assembly 100-1 is moved relative to
the substrate 2. In order for the organic layer deposition
assembly 100-1 to be moved relative to the substrate 2, the
patterning slit sheet 130 is spaced apart from the substrate 2
by a certain distance (e.g., a gap).

In a conventional deposition method using an FMM,
deposition is typically performed with the FMM in close
contact with a substrate in order to prevent formation of
shadows on the substrate. However, when the FMM is
formed in close contact with the substrate, defects due to the
contact between the substrate and the FMM may occur. In
addition, because it is difficult to move the mask with respect
to the substrate, the mask and the substrate have the same
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size. Accordingly, the mask becomes larger as the size of a
display device increases. However, it is difficult to form a
large mask.

To address these problems, in the organic layer deposition
assembly 100-1 according to the present embodiment, the
patterning slit sheet 130 is formed spaced apart by a certain
distance (e.g., a gap) from the substrate 2 on which a
deposition material is to be deposited.

According to the present embodiment, deposition may be
performed while a mask formed smaller than a substrate is
moved with respect to the substrate, and thus, it is relatively
easy to manufacture the mask. In addition, defects due to
contact between the substrate and the mask may be pre-
vented. In addition, because it is unnecessary to closely
contact the substrate with the mask during a deposition
process, a manufacturing speed may be improved.

Hereinafter, particular disposition of each element of the
upper housing 104 will be described.

The deposition source 110 and the deposition source
nozzle unit 120 are located at a bottom portion of the upper
housing 104. Accommodation portions 104-1 are respec-
tively formed on both sides of the deposition source 100 and
the deposition source nozzle unit 120 to have a protruding
shape. The first stage 150, the second stage 160, and the
patterning slit sheet 130 are sequentially formed (or located)
on the accommodation portions 104-1 in this order.

In this regard, the first stage 150 is formed to move in
X-axis and Y-axis directions so that the first stage 150 aligns
the patterning slit sheet 130 in the X-axis and Y-axis
directions. That is, the first stage 150 includes a plurality of
actuators so that the first stage 150 is moved in the X-axis
and Y-axis directions with respect to the upper housing 104.

The second stage 160 is formed to move in a Z-axis
direction so as to align the patterning slit sheet 130 in the
Z-axis direction. That is, the second stage 160 includes a
plurality of actuators and is formed to move in the Z-axis
direction with respect to the first stage 150.

The patterning slit sheet 130 is located on the second stage
160. The patterning slit sheet 130 is located on the first stage
150 and the second stage 160 so as to move in the X-axis,
Y-axis, and Z-axis directions, and thus, an alignment, in
particular, a real-time alignment, between the substrate 2 and
the patterning slit sheet 130, may be performed.

In addition, the upper housing 104, the first stage 150, and
the second stage 160 may guide a flow path of the deposition
material 115 such that the deposition material 115 dis-
charged through the deposition source nozzles 121 is not
dispersed outside the flow path. That is, the flow path of the
deposition material 115 is sealed by the upper housing 104,
the first stage 150, and the second stage 160, and thus, the
movement of the deposition material 115 in the X-axis and
Y-axis directions may be thereby concurrently or simulta-
neously guided.

The shielding member 140 may be located between the
patterning slit sheet 130 and the deposition source 110. In
particular, an anode or cathode pattern is formed on an edge
portion of the substrate 2 and is used as a terminal for
inspecting a product or in manufacturing a product. If an
organic material is applied on this region (i.e., the region on
which the anode or cathode pattern is formed) of the
substrate 2, the anode or the cathode cannot sufficiently
perform its function. Thus, the edge portion of the substrate
2 is formed to be a non-film-forming region on which an
organic material or the like is not applied. As described
above, however, in the organic layer deposition apparatus,
deposition is performed in a scanning manner while the
substrate 2 is moved relative to the organic layer deposition
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apparatus, and thus, it is not easy to prevent the organic
material from being deposited on the non-film-forming
region of the substrate 2. Therefore, to prevent the organic
material from being deposited on the non-film-forming
region of the substrate 2, in the organic layer deposition
apparatus, the shielding member 140 may be located at the
edge portion of the substrate 2. Although not particularly
illustrated in FIGS. 3 and 4, the shielding member 140 may
include two adjacent plates.

When the substrate 2 does not pass through the organic
layer deposition assembly 100-1, the shielding member 140
screens the deposition source 110, and thus, the deposition
material 115 discharged from the deposition source 110 does
not reach the patterning slit sheet 130. When the substrate 2
enters into the organic layer deposition assembly 100-1 with
the shielding member 140 screening the deposition source
110, a front part of the shielding member 140 which screens
the deposition source 110 moves along with the movement
of the substrate 2, and thus, the flow path of the deposition
material 115 is opened and the deposition material 115
discharged from the deposition source 110 passes through
the patterning slit sheet 130 and is deposited on the substrate
2. Also, while the substrate 2 is passing through the organic
layer deposition assembly 100-1, a rear part of the shielding
member 140 moves along with the movement of the sub-
strate 2 to screen the deposition source 110 so that the flow
path of the deposition material 115 is closed. Accordingly,
the deposition material 115 discharged from the deposition
source 110 does not reach the patterning slit sheet 130.

Referring to FIGS. 3 and 4, the conveyer unit 400 includes
the first conveyer unit 410, the second conveyer unit 420,
and the transfer unit 430.

The first conveyer unit 410 conveys (or transports) in an
in-line manner the transfer unit 430, including the carrier
431 and an electrostatic chuck 432 attached thereto, and the
substrate 2 attached to the transfer unit 430 so that an organic
layer may be formed on the substrate 2 by the organic layer
deposition assembly 100-1. The first conveyer unit 410
includes a coil 411, guide members 412, upper magnetically
suspended (e.g., magnetically levitating) bearings (not
shown), side magnetically suspended (e.g., magnetically
levitating) bearings (not shown), and gap sensors (not
shown). In one embodiment, the magnetically suspended
bearings and the gap sensors are mounted on the guide
members 412.

The second conveyer unit 420 returns to the loading unit
200 the transfer unit 430 from which the substrate 2 has been
separated in the unloading unit 300 after one deposition
cycle is completed while the transfer unit 430 is passing
through the deposition unit 100. The second conveyer unit
420 includes a coil 421, roller guides 422, and a charging
track 423.

The transfer unit 430 includes the carrier 431 that is
conveyed (or transported) along the first conveyer unit 410
and the second conveyer unit 420 and the electrostatic chuck
432 that is combined on (or attached to) a surface of the
carrier 431. The substrate 2 is attached to the electrostatic
chuck 432.

Hereinafter, each element of the conveyer unit 400 will be
described in more detail.

The carrier 431 of the transfer unit 430 will now be
described in detail.

The carrier 431 includes a main body part 431a, a
magnetic rail (e.g., a linear motor system (LMS) magnet)
4315, contactless power supply (CPS) modules 431c¢, a
power supply unit 4314, and guide grooves.
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The main body part 431a constitutes a base part of the
carrier 431 and may be formed of a magnetic material such
as iron. In this regard, due to a repulsive force between the
main body part 431a and the respective upper and side
magnetically suspended bearings (e.g., magnetically levitat-
ing bearings), the carrier 431 may be maintained spaced
apart from the guide members 412 by a certain distance
(e.g., a gap).

The guide grooves may be respectively formed at both
sides of the main body part 431a and each may accommo-
date a guide protrusion of the guide member 412.

The magnetic rail 4315 may be formed along a center line
of the main body part 431a in a direction where the main
body part 431a proceeds. The magnetic rail 4315 and the
coil 411, which are described below in more detail, may be
combined with each other to constitute a linear motor, and
the carrier 431 may be conveyed (or transported) in an arrow
A direction by the linear motor.

The CPS modules 431¢ and the power supply unit 431d
may be respectively formed on both sides of the magnetic
rail 4315 in the main body part 431a. The power supply unit
431d includes a battery (e.g., a rechargeable battery) that
provides power so that the electrostatic chuck 432 can chuck
(e.g., fix or hold) the substrate 2 and maintains operation.
The CPS modules 431c¢ are wireless charging modules that
charge the power supply unit 431d. For example, the charg-
ing track 423 formed in the second conveyer unit 420 is
connected to an inverter (not shown), and thus, when the
carrier 431 is transferred into the second conveyer unit 420,
a magnetic field is formed between the charging track 423
and the CPS modules 431¢ so as to supply power to the CPS
module 431¢. The power supplied to the CPS modules 431c¢
is used to charge the power supply unit 431d.

The electrostatic chuck 432 may include an electrode
embedded in a main body formed of ceramic, wherein the
electrode is supplied with power. The substrate 2 is attached
onto a surface of the main body of the electrostatic chuck
432 as a high voltage (e.g., a suitable voltage or a relatively
high voltage) is applied to the electrode.

Hereinafter, an operation of the transfer unit 430 is
described in detail.

The magnetic rail 4315 of the main body part 431a and
the coil 411 may be combined with each other to constitute
an operation unit. In this regard, the operation unit may be
a linear motor. The linear motor has a small frictional
coeflicient, little position error, and a high degree (e.g., very
high degree) of position determination, as compared to a
conventional slide guide system. As described above, the
linear motor may include the coil 411 and the magnetic rail
431b. The magnetic rail 4315 is linearly located on the
carrier 431, and a plurality of coils 411 may be located at an
inner side of the chamber 101 by a certain distance so as to
face the magnetic rail 4315. Because the magnetic rail 4315
is located at the carrier 431 instead of the coil 411, the carrier
431 may be operable without power being supplied thereto.
The coil 411 may be formed (or located) in an atmosphere
(ATM) box, and the magnetic rail 4315 is attached to the
carrier 431, thus enabling the carrier 431 to operate in the
vacuum chamber 101.

Hereinafter, the first conveyer unit 410 and the transfer
unit 430 are described in detail.

Referring to FIG. 4, the first conveyer unit 410 conveys
(or transports) the electrostatic chuck 432 that fixes (or
attaches to) the substrate 2 and the carrier 431 that conveys
(or transports) the electrostatic chuck 432. In this regard, the
first conveyer unit 410 includes the coil 411, the guide
members 412, the upper magnetically suspended (e.g., mag-
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netically levitating) bearings, the side magnetically sus-
pended (e.g., magnetically levitating) bearings, and the gap
sensors.

The coil 411 and the guide members 412 are formed (or
located) inside the upper housing 104. The coil 411 is
formed (or located) in an upper portion of the upper housing
104, and the guide members 421 are respectively formed on
both inner sides of the upper housing 104.

The guide members 412 guide the carrier 431 to move in
a direction. In this regard, the guide members 412 are
formed to pass through the deposition unit 100.

The side magnetically suspended (e.g., magnetically levi-
tating) bearings are each located at the guide member 412 so
as to respectively correspond to both sides of the carrier 431.
The side magnetically suspended (e.g., magnetically levi-
tating) bearings cause a distance between the carrier 431 and
the guide member 412 so that the carrier 431 is moved along
the guide members 412 in non-contact with the guide
members 412. That is, a repulsive force occurring between
the side magnetically suspended (e.g., magnetically levitat-
ing) bearing on the left side in FIG. 4 and the carrier 431,
which is a magnetic material, and a repulsive force occurring
between the side magnetically suspended (e.g., magnetically
levitating) bearing on the right side in FIG. 4 and the carrier
431, which is a magnetic material, maintain equilibrium, and
thus, there is a constant (or substantially constant) distance
between the carrier 431 and the respective parts of the guide
member 412.

Each upper magnetically suspended (e.g., magnetically
levitating) bearing may be located at the guide member 412
so as to be above the carrier 431. The upper magnetically
suspended (e.g., magnetically levitating) bearings enable the
carrier 431 to be moved along the guide members 412 in
non-contact with the guide members 412 and with a distance
therebetween maintained constant (or substantially con-
stant). That is, a repulsive force (or alternatively an attractive
force) occurring between the upper magnetically suspended
(e.g., magnetically levitating) bearing and the carrier 431,
which is a magnetic material, and gravity maintain equilib-
rium, and thus, there is a constant (or substantially constant)
distance between the carrier 431 and the respective guide
members 412.

Each guide member 412 may further include the gap
sensor. The gap sensor may measure a distance between the
carrier 431 and the guide member 412. Also, the gap sensor
may be located at a side of the side magnetically suspended
(e.g., magnetically levitating) bearing. The gap sensor
located at a side of the side magnetically suspended (e.g.,
magnetically levitating) bearing may measure a distance
between a side surface of the carrier 431 and the side
magnetically suspended (e.g., magnetically levitating) bear-
ing.

Magnetic forces of the upper and side magnetically sus-
pended (e.g., magnetically levitating) bearings may vary
according to values measured by the gap sensors, and thus,
distances between the carrier 431 and the respective guide
members 412 may be adjusted in real time. That is, a precise
transfer of the carrier 431 may be feedback controlled using
the upper and side magnetically suspended (e.g., magneti-
cally levitating) bearings and the gap sensors.

Hereinafter, the second conveyer unit 420 and the transfer
unit 430 are described in detail.

Referring back to FIG. 4, the second conveyer unit 420
returns the electrostatic chuck 432 from which the substrate
2 has been separated in the unloading unit 300 and the
carrier 431 that carries the electrostatic chuck 432 to the
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loading unit 200. In this regard, the second conveyer unit
420 includes the coil 421, the roller guides 422, and the
charging track 423.

In particular, the coil 421, the roller guides 422, and the
charging track 423 may be positioned inside the lower
housing 103. The coil 421 and the charging track 423 may
be located at a top inner surface of the lower housing 103,
and the roller guides 422 may be disposed on both inner
sides of the lower housing 103. The coil 421 may be located
in an ATM box, similar to the coil 411 of the first conveyer
unit 410.

The magnetic rail 4315 of the main body part 431a of the
carrier 431 and the coil 421 are combined with each other to
constitute an operation unit. In this regard, the operation unit
may be a linear motor. The carrier 431 may be moved by the
linear motor along a direction opposite to the direction of
arrow A illustrated in FIG. 3.

The roller guides 422 guide the carrier 431 to move in a
direction. In this regard, the roller guides 422 are formed to
pass through the deposition unit 100.

The second conveyer unit 420 is used in a process of
returning the carrier 431 from which the substrate 2 has been
separated and not in a process of depositing an organic
material on the substrate 2, and thus, position accuracy (or
positional accuracy) thereof is not needed as by the first
conveyer unit 410. Therefore, magnetic suspension (e.g.,
magnetic levitation) is applied to the first conveyer unit 410
that requires high position accuracy, thereby obtaining posi-
tion accuracy, and a conventional roller method is applied to
the second conveyer unit 420 that requires relatively low
position accuracy, thereby reducing manufacturing costs and
simplifying a structure of the organic layer deposition appa-
ratus. Although not illustrated in FIG. 4, the magnetic
suspension (or magnetic levitation) may also be applied to
the second conveyer unit 420 as in the first conveyer unit
410.

The organic layer deposition assembly 100-1 of the
organic layer deposition apparatus 1 may further include the
cameras 170 and the sensors 180 for an aligning process.
The cameras 170 may align in real time with a first align-
ment mark (not shown) formed in the frame 135 of the
patterning slit sheet 130 and a second alignment mark (not
shown) formed on the substrate 2. In this regard, the cameras
170 are positioned for a more accurate view in the chamber
101 maintained in vacuum during deposition. For this, the
cameras 170 may be installed in respective camera accom-
modation units 171 in an atmospheric state.

Because the substrate 2 and the patterning slit sheet 130
are spaced apart from each other by a certain distance (e.g.,
a gap), distances to the substrate 2 and the patterning slit
sheet 130 that are located at different positions are both
measured using the cameras 170. For this operation, the
organic layer deposition assembly 100-1 of the organic layer
deposition apparatus 1 may include the sensors 180. In this
regard, the sensors 180 may be confocal sensors. The
confocal sensors may scan an object to be measured by using
laser beams that rotate at high speed by using a scanning
mirror and measure a distance to the object by using
fluorescent or reflected rays emitted by the laser beams. The
confocal sensors may measure a distance by sensing a
boundary interface between different media.

Because a distance between the substrate 2 and the
patterning slit sheet 130 is measurable in real time using the
cameras 170 and the sensors 180, the substrate 2 may be
aligned with the patterning slit sheet 130 in real time,
whereby position accuracy (or positional accuracy) of a
pattern may be improved (e.g., significantly improved).
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FIG. 5 is a schematic perspective view of an organic layer
deposition assembly according to another embodiment of
the present invention. FIG. 6 is a schematic side view of the
organic layer deposition assembly of FIG. 5. FIG. 7 is a
schematic plan view of the organic layer deposition assem-
bly of FIG. 5.

Referring to FIGS. 5 through 7, the organic layer depo-
sition assembly according to the current embodiment of the
present invention includes the deposition source 110, the
deposition source nozzle unit 120, a shielding plate assem-
bly (e.g., barrier plate assembly) 134, and the patterning slit
sheet 130.

The deposition source 110 includes a crucible 111 that is
filled with the deposition material 115 and a heater 112 that
heats the crucible 111 so as to vaporize the deposition
material 115 toward the deposition source nozzle unit 120.
The deposition source nozzle unit 120, in one embodiment,
is located at a side of the deposition source 110, and the
deposition source nozzle unit 120 includes a plurality of
deposition source nozzles 121 arranged along an X-axis
direction.

The shielding plate assembly 134 is located at a side of the
deposition source nozzle unit 120. The shielding plate
assembly includes a plurality of shielding plates (e.g., bar-
rier plates) 133 and a shielding plate frame (e.g., barrier
plate frame) 132 located outside of (e.g., around or sur-
rounding) the shielding plates 133. The plurality of shielding
plates 133 may be arranged in parallel along an X-axis
direction. Here, the plurality of shielding plates 133 may be
arranged at equal intervals. Also, as shown in FIG. 5, each
of the shielding plates 133 may be extended along a YZ
plane and, in one embodiment, may have a shape of rect-
angle. The plurality of shielding plates 133 arranged in such
manner comparts (e.g., defines, partitions, separates, or
divides) a space between the deposition source nozzle unit
120 and the patterning slit sheet 130 into a plurality of
deposition spaces S. That is, the organic layer deposition
assembly may have the deposition spaces S that are parti-
tioned according to each of the deposition nozzles 121, from
which a deposition material is discharged, as shown in FIG.
7. In this regard, as the shielding plates 133 partition the
space between the deposition source nozzle unit 120 and the
patterning slit sheet 130 into the plurality of deposition
spaces S, a deposition material discharged from one of the
deposition source nozzle 121 is not mixed with other depo-
sition materials discharged from other deposition source
nozzles 121. Rather, the deposition material from one of the
deposition source nozzle 121 is deposited on the substrate 2
through the patterning slit 131. That is, the shielding plates
133 serve to guide a pathway of the deposition material
discharged from each of the deposition source nozzles 121
to be linear in a Z-axis direction without being dispersed.

In this regard, the linearity of a deposition material is
achieved by including the shielding plates 133, and a size of
shadow formed on the substrate 2 may be reduced (e.g.,
significantly reduced), thus the organic layer deposition
assembly and the substrate 2 may be spaced apart by a
certain distance.

The patterning slit sheet 130 is further located between
the deposition source 110 and the substrate 2. The patterning
slit sheet 130 is as described above, thus the detail descrip-
tion is omitted.

FIG. 8 is a schematic perspective view of an organic layer
deposition assembly according to another embodiment of
the present invention.

The organic layer deposition assembly of the current
embodiment illustrated in FIG. 8 includes the deposition
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source 110, the deposition source nozzle unit 120, a first
shielding plate assembly (e.g., a first barrier plate assembly)
134, a second shielding plate assembly (e.g., a second
barrier plate assembly) 138, and the patterning slit sheet 130.
Here, detailed structures of the deposition source 110, the
deposition source nozzle unit 120, the first shielding plate
assembly 134, and the patterning slit sheet 130 are substan-
tially the same as the structures described in the embodiment
of FIG. 5, thus the detailed description of the structures is
omitted. The current embodiment is different from the
embodiment described above in that the second shielding
plate assembly 138 is located at a side of the first shielding
plate assembly 134.

For example, the second shielding assembly 138 includes
a plurality of second shielding plates 136 and a second
shielding plate frame 137 located outside (e.g., around or
surrounding) the second shielding plates 136. The plurality
of first shielding plates 133 may be arranged in parallel
along an X-axis direction. Also, the plurality of first shield-
ing plates 133 may be arranged at equal intervals. Moreover,
as shown in the drawing, each of the second shielding plates
136 may be formed in parallel with the YZ plane, or in other
words, perpendicular to the X-axis.

In this regard, the first shielding plates 133 and the second
shielding plates 136 serve to partition the space between the
deposition source nozzle unit 120 and the patterning slit
sheet 130. That is, the deposition space is separated by the
first shielding plates 133 and the second shielding plates 136
according to each of the deposition source nozzles 121, from
which a deposition material is discharged.

Here, each of the second shielding plates 136 may be
positioned so as to correspond to each of the first shielding
plates 133. In other words, each of the second shielding
plates 136 may be aligned with a corresponding one of the
first shielding plates 133 to be arranged in parallel to each
other. That is, the first shielding plates 133 and the second
shielding plates 136 are located on the same plane. Although
a thickness (or width) of the first shielding plates 133 and a
width of the second shielding plates 136 in the X-axis
direction are shown as the same in FIG. 8, the present
invention is not limited thereto. That is, the second shielding
plates 136, which require a fine alignment with the pattern-
ing slit 131, may be formed relatively thin, while the first
shielding plates 133, which do not require a fine alignment
with the patterning slit 131, may be formed relatively thick,
thus manufacture of the organic layer deposition assembly
may be simplified.

FIG. 9 is a schematic perspective view of an organic layer
deposition assembly according to another embodiment of
the present invention.

Referring to FIG. 9, the organic layer deposition assembly
includes the deposition source 110, the deposition source
nozzle unit 120, and the patterning slit sheet 130. Here,
detailed structures of the deposition source 110, the depo-
sition source nozzle unit 120, and the patterning slit sheet
130 are substantially the same as the structures described in
the embodiment of FIG. 5, thus the detailed description of
the structures are omitted. In the current embodiment, the
deposition source 110 and the deposition source nozzle unit
120 are bound to (or combined with) the patterning slit sheet
130 by a connection member 139.

FIG. 10 is a diagram illustrating a structure in which the
patterning slits 131 are arranged at equal intervals in the
patterning slit sheet 130 of the organic layer deposition
apparatus 1 as described above, according to an embodiment
of the present invention. FIG. 11 is a schematic diagram
illustrating organic layers formed on the substrate 2 by using
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the patterning slit sheet 130 of FIG. 10, according to an
embodiment of the present invention.

FIGS. 10 and 11 schematically illustrate the patterning slit
sheet 130 in which the patterning slits 131 are arranged at
equal intervals. That is, in FIG. 10, the patterning slits 131
satisfy the following condition: I,=1,=[,=I,.

In this embodiment, an incident angle of a deposition
material discharged along a center line C of a deposition
space S is substantially perpendicular to the substrate 2.
Thus, an organic layer P, formed using the deposition
material that has passed through a patterning slit 1314 has a
minimum (or reduced) size of a shadow, and a right-side
shadow SR, and a left-side shadow SL., are formed sym-
metrical to each other.

However, a critical incident angle 6 of the deposition
material that passes through patterning slits located farther
from the center line C of the deposition space S gradually
increases, and thus, in one embodiment, the critical incident
angle 0 of the deposition material that passes through the
outermost patterning slit 131e is approximately 55°. Accord-
ingly, the deposition material is incident at an inclination
with respect to the patterning slit 131e, and an organic layer
P, formed using the deposition material that has passed
through the patterning slit 131e has the largest shadow. For
example, a left-side shadow SL is larger than a right-side
shadow SRs.

That is, as the critical incident angle 6 of the deposition
material increases, the size of the shadow also increases. For
example, the size of the shadow at a position farther from the
center line C of the deposition space S increases. In addition,
the critical incident angle 6 of the deposition material
increases as a distance between the center line C of the
deposition space S and the respective patterning slits
increases. Thus, organic layers formed using the deposition
material that passes through the patterning slits located
farther from the center line C of the deposition space S have
a relatively larger shadow size. For example, of the shadows
on both sides of the respective organic layers, the size of the
shadow at a position farther from the center line C of the
deposition space S is larger than that of the other.

That is, referring to FIG. 11, the organic layers formed on
the left side of the center line C of the deposition space S
have a structure in which a left hypotenuse (a slanted side on
the left between top and bottom sides) is larger than a right
hypotenuse (a slanted side on the right between the top and
bottom sides), and the organic layers formed on the right
side of the center line C of the deposition space S have a
structure in which a right hypotenuse (e.g., a right slanted
side) is larger than a left hypotenuse (e.g., a left slanted side).

Also, in the organic layers formed on the left side of the
center line C of the deposition space S, the length of the left
hypotenuse (e.g., the left slanted side) increases towards the
left. In the organic layers formed on the right side of the
center line C of the deposition space S, the length of the right
hypotenuse (e.g., the right slanted side) increases towards
the right. Consequently, the organic layers formed in the
deposition space S may be formed symmetrical to each other
about the center line C of the deposition space S.

This structure will now be described in more detail.

The deposition material that passes through a patterning
slit 1315 passes through the patterning slit 1315 at a critical
incident angle of 6,, and an organic layer P, formed using
the deposition material that has passed through the pattern-
ing slit 1315 has a left-side shadow having a size of SL,.
Similarly, the deposition material that passes through a
patterning slit 131¢ passes through the patterning slit 131c¢ at
a critical incident angle of 6, and an organic layer P, formed
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using the deposition material that has passed through the
patterning slit 131c¢ has a left-side shadow having a size of
SL;. Similarly, the deposition material that passes through a
patterning slit 131d passes through the patterning slit 1314
at a critical incident angle of 0, and an organic layer P,
formed using the deposition material that has passed through
the patterning slit 1314 has a left-side shadow having a size
of SL,. Similarly, the deposition material that passes through
the patterning slit 131e passes through the patterning slit
131e at a critical incident angle of 6, and an organic layer
P, formed using the deposition material that has passed
through the patterning slit 131e has a left-side shadow
having a size of SL;.

In this regard, the critical incident angles satisfy the
following condition: 8,<60_<0 <0, and thus, the sizes of the
shadows of the organic layers also satisfy the following
condition: SL,<SL,<SL,<SL ,<SL..

FIG. 12 illustrates a plane (e.g., a partial plan view) of a
flat panel display device manufactured using the organic
layer deposition apparatus, which is described above,
according to an embodiment of the present invention. FIG.
13 is a cross-sectional view along the line I-1 of FIG. 12. For
convenience of description, only first openings 241, second
openings 242, third openings 243, and first lines 261 to third
lines 263 of the cross-sectional view illustrated in FIG. 13
are shown in FIG. 12.

Referring to FIGS. 12 and 13, the flat panel display device
is formed on a base substrate 21. The base substrate 21 may
be formed of a transparent material, for example, glass,
plastic, or metal.

A plurality of pixels P are formed on the base substrate 21,
and each of the pixels may include a plurality of sub-pixels
that emit different colors from one another. According to
FIGS. 12 and 13, each of the pixels P includes a first
sub-pixel SP1, a second sub-pixel SP2, and a third sub-pixel
SP3. The first sub-pixel SP1, the second sub-pixel SP2, and
the third sub-pixel SP3 may each respectively emit red,
green and blue light, but the described embodiment of the
present invention is not limited thereto. The first sub-pixel
SP1, the second sub-pixel SP2, and the third sub-pixel SP3
may have various color combinations that may realize white.

As shown in FIG. 13, each of the sub-pixels includes a
driving circuit unit 22. Each of the driving circuit units (or
driving circuits) 22 may include at least one thin film
transistor and at least one capacitor.

A first insulating layer 23 covers the driving circuit units
22. Also, a plurality of pixel electrodes 251 that are electri-
cally connected with respective ones of the driving circuit
units 22 are formed on the first insulating layer 23. Each of
the pixel electrodes 251 is located independently (e.g.,
spaced apart or separately) according to (or corresponding
to) a respective one of the sub-pixels.

A second insulating layer 24 is formed on the first
insulating layer 23. The second insulating layer 24 is formed
as to cover the pixel electrodes 251, and then the first
openings 241 through the third openings 243 are formed to
expose parts of the respective pixel electrodes 251.

The first openings 241, the second openings 242, and the
third openings may be located so as to correspond to the first
sub-pixel SP1, the second sub-pixel SP2, and the third
sub-pixel SP3, respectively.

The first lines (e.g., a first layer) 261, the second lines
(e.g., a second layer) 262, and the third lines (e.g., a third
layer) 263 are formed on the second insulating layer 24 as
to cover the first openings 241, the second openings 242, and
the third openings 243, respectively.
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The first lines 261 may include a first organic light-
emitting layer, for example, a red organic light-emitting
layer.

The second lines 262 may include a second organic
light-emitting layer, for example, a green organic light-
emitting layer.

The third lines 263 may include a third organic light-
emitting layer, for example, a blue organic light-emitting
layer.

Also, a counter electrode 252 is formed as to cover the
first lines 261, the second lines 262, and the third lines 263.
The counter electrode 252 may be a common electrode that
is shared by all the pixels P.

The pixel electrode 251 may be formed as a transparent
electrode or a reflective electrode. Such a transparent elec-
trode may be formed of indium tin oxide (ITO), indium zinc
oxide (IZO), zinc oxide (Zn0O), or indium oxide (In,O;).
Such a reflective electrode may be formed by forming a
reflective layer formed of silver (Ag), magnesium (Mg),
aluminum (Al), platinum (Pt), palladium (Pd), gold (Au),
nickel (Ni), neodymium (Nd), iridium (Ir), chromium (Cr)
or a compound thereof and forming a transparent layer of
ITO, 1Z0, ZnO, or In,0; on the reflective layer. The pixel
electrode 251 may be formed by forming a layer by, for
example, sputtering, and then patterning the layer by, for
example, photolithography.

The counter electrode 252 may also be formed as a
transparent electrode or a reflective electrode. When the
counter electrode 252 is formed as a transparent electrode,
the counter electrode 252 may be used as a cathode. To this
end, such a transparent electrode may be formed by depos-
iting a metal having a low work function, such as lithium
(Li), calcium (Ca), lithium fluoride/calcium (LiF/Ca),
lithium fluoride/aluminium (LiF/Al), aluminium (Al), silver
(Ag), magnesium (Mg), or a compound thereof as a thin
layer and forming an auxiliary electrode layer or a bus
electrode line thereon formed of ITO, IZO, ZnO, In,0O;, or
the like. When the counter electrode 252 is formed as a
reflective electrode, the reflective layer may be formed by
depositing Li, Ca, LiF/Ca, LiF/Al, Al, Ag, Mg, or a com-
pound thereof on the entire surface of the first to the third
organic light emitting layers described above. Here, the
counter electrode 252 may be formed using the same organic
layer deposition apparatus 1 described above.

Functional organic layers may be located between the
pixel electrodes 251 and the counter electrode 252 as well as
the first lines 261, the second lines 262, and the third lines
263.

The functional organic layers may be formed by stacking
one or more of hole injection layer (HIL), hole transport
layer (HTL), electron transport layer (ETL), and electron
injection layer (EIL).

In embodiments according to the present invention, the
first lines 261, the second lines 262, and the third lines 263
are continuously deposited using the organic layer deposi-
tion apparatus 1 described above.

That is, as shown in FIG. 2, as the substrate 2 on which
the second insulating layer 24 including the first openings
241, the second openings 242, and the third openings 243 is
formed passes over the deposition unit 100, where the
plurality of organic layer deposition assemblies (100-1)
(100-2) . .. (100-r) are located, organic layers including the
first lines 261, the second lines 262, the third lines 263, and
the functional organic layers are formed on the substrate 2.

Because the formation of the organic layers is continu-
ously performed while scanning in an A direction of an
arrow in FIG. 3, the first lines 261, the second lines 262, and
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the third lines 263 are extended in a first direction D1, which
is the same direction as the A direction, as shown in FIG. 12.

Here, among the first lines 261, the second lines 262, and
the third lines 263, the first lines 261 and the second lines
262 that are adjacent to each other in a second direction D2,
which is perpendicular to the first direction D1, may be
partially overlapped with each other on the insulating layer
as shown in FIGS. 12 and 13. That is because the substrate
2 and the patterning slit sheet 130 are scanned while they are
spaced apart from each other by a certain distance (e.g., a
gap), and thus the organic layer being applied has a certain
degree of shadow as shown in FIG. 11.

When the first lines 261, the second lines 262, and the
third lines 263 are applied by using the same deposition
method described above, formation of shadow on the
organic layer is generally not avoidable, and thus the first
lines 261 and the second lines 262 adjacent to each other in
the second direction D2 are partially overlapped with each
other, the second lines 262 and the third lines 263 adjacent
to each other in the second direction D2 are partially
overlapped with each other, and the first lines 261 and the
third lines 263 adjacent to each other in the second direction
D2 are partially overlapped with each other, as shown in
FIGS. 12 and 13.

Here, an overlap region of the first lines 261 and the
second lines 262, an overlap region of the second lines 262
and the third lines 263, and/or an overlap region of the third
lines 263 and the first lines 261 are formed on the second
insulating layer 24.

Also, the first lines 261 through the third lines 263 are not
overlapped with openings of other adjacent lines. That is, the
first lines 261 are not overlapped with the second openings
242 and the third openings 243 that are respectively covered
by the second lines 262 and the third lines 263, which are
adjacent to the first lines 261. The second lines 262 are not
overlapped with the first openings 241 and the third open-
ings 243 that are respectively covered by the first lines 261
and the third lines 263, which are adjacent to the second
lines 262. The third lines 263 are not overlapped with the
first openings 241 and the second openings 242 that are
respectively covered by the first lines 261 and the second
lines 262, which are adjacent to the third lines 263.

Accordingly, mixture of different colors does not occur
between the first sub-pixels SP1, the second sub-pixels SP2,
and the third sub-pixels SP3 in the described embodiment of
the present invention.

In this regard, a distance (e.g., a gap) between the first
openings 241, which are arranged along the first lines 261,
and the second openings 242, which are adjacent with the
first openings 241 in the second direction D2, or a distance
between the first openings 241 and the third openings 243
may be, for example, greater than a distance between the
second openings 242 and the third openings 243.

That is, when the distance between the first openings 241
and the second openings 242, which are adjacent with the
first openings 241 in the second direction D2, is referred to
as a first gap G1, the distance between the second openings
242 and the third openings 243, which are adjacent with the
second openings 242 in the second direction D2, is referred
to as a second gap G2, and the distance between the first
openings 241 and the third openings 243, which are adjacent
with the first openings 241 in the second direction D2, is
referred to as a third gap G3, the first gap G1 or the third gap
(3 may be, for example, greater than the second gap G2.

Here, as shown in FIG. 13, the first lines 261 among the
first lines 261 through the third lines 263 are deposited first,
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and then the second lines 262 and the third lines 263 are
sequentially deposited on the substrate 2.

Since the first lines 261 are deposited first, the most
shadow phenomenon may occur at an edge of the first lines
261 in the second direction when the first lines 261 are
deposited. The shadow phenomenon may generate color
mixture in the second openings 242 and/or the third open-
ings 243 adjacent to the first lines 261, and thus the first gap
G1 or the third gap G3 is greater than the second gap G2 in
the embodiment of the present invention to prevent such
color mixture.

In general, when color mixture is occurred in blue sub-
pixels, a luminance of the blue sub-pixels is reduced to 50%
or less.

A width W3 of the third openings 243 may be greater than
a width W1 of the first openings or a width W2 of the second
openings 242 in order to increase a luminous efficiency of
the third sub-pixels SP3, which is blue in the described
embodiment of the present invention.

FIG. 14 is a partial plan view of a flat panel display device
according to another embodiment of the present invention.
In addition to the embodiment of FIGS. 12 and 13, the flat
panel display device of FIG. 14 further includes fourth
openings 244 formed on the second insulating layer and a
plurality of fourth lines 264 including fourth organic light-
emitting layer in the first direction D1 as to cover the fourth
openings 244.

Fourth sub-pixels SP4 are formed by the fourth lines 264,
and thus each pixel P is constructed of the first sub-pixels
SP1 to the fourth sub-pixels SP4. The fourth sub-pixels SP4
may emit white light.

When a pixel is formed by sub-pixels of four different
colors, a gap between the first openings 241 covered by the
first lines 261, which is deposited first, and adjacent open-
ings may be greater than other gaps, and thus color mixture
may be reduced or prevented as described above. That is, the
first gap G1 or the third gap G3 may be greater than the
second gap G2.

The widths W1, W2, W3, and W4 of the first openings
241 to the fourth openings 244 may be different from one
another in consideration of a luminous efficiency of a
light-emitting material, which is deposited on each of the
sub-pixels.

In an embodiment according to FIGS. 12 to 14, the first
gap G1 or the third gap G3 is greater than the second gap G2,
but is not limited thereto, and all the first to fourth gaps G1
to G4 may have different sizes, thus color mixture caused by
a shadow phenomenon at the deposition process may be
reduced or prevented as much as possible. The sizes of the
first to fourth gaps G1 to G4 may vary depending on an order
of deposition, a width of the line, a total pixel size, etc. of
each of the lines.

FIG. 15 is a partial plan view of a flat panel display device
according to an embodiment of the present invention. In the
embodiment of FIG. 15, the first through third gaps G1 to G3
are greater than the width W1 of the first openings 241 in the
second direction D2, the width W2 of the second openings
242 of the second direction D2, and the width W3 of the
third openings 243 in the second direction D2.

Accordingly, the first lines 261 through the third lines 263
may not be overlapped, and even when the first lines 261
through the third lines 263 are overlapped, color mixture
caused by invading up to (e.g., encroaching into or over-
lapping with) the openings adjacent to the other lines may be
prevented.

In the described embodiment of the present invention, the
width W3 of the third openings 243 may also be greater than
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the width W1 of the first openings 241 or the width W2 of
the second openings 242 to improve a luminous efficiency of
the third sub-pixels SP3, which is blue.

FIG. 16 is a partial plan view of a flat panel display device
according to another embodiment of the present invention.
In addition to the embodiment of FIG. 15, the flat panel
display device of FIG. 16 further includes fourth openings
244 formed on the second insulating layer and a plurality of
fourth lines 264 including a fourth organic light-emitting
layer in the first direction D1 as to cover the fourth openings
244.

Fourth sub-pixels SP4 are formed by the fourth lines 264,
and thus each pixel P is constructed of the first sub-pixels
SP1 through the fourth sub-pixels SP4. The fourth sub-
pixels SP4 may emit white light.

When a pixel is formed by sub-pixels of four different
colors, the first gap G1 or the fourth gap G4 may also be
greater than the widths W1 of the first openings 241 in the
second direction D2, the with W2 of the second openings
242 in the second direction D2, the width W3 of the third
openings 243 in the second direction D2, and the width W4
of the fourth openings 244 in the second direction D2 as
described above.

The widths W1, W2, W3, and W4 of the first openings
241 through the fourth openings 244 may be different from
one another in consideration of a luminous efficiency of a
light-emitting material, which is deposited on each of the
sub-pixels.

While the present invention has been particularly shown
and described with reference to exemplary embodiments
thereof, it will be understood by those of ordinary skill in the
art that various changes in form and details may be made
therein without departing from the spirit and scope of the
present invention as defined by the following claims and
their equivalents.

What is claimed is:

1. A flat panel display device comprising:

a substrate;

an insulating layer on the substrate, the insulating layer
having first openings, second openings, and third open-
ings;

five first lines on the insulating layer, the five first lines
being overlapped with the first openings and extending
in a first direction, the five first lines comprising a first
organic light-emitting layer;

a plurality of second lines on the insulating layer, the
second lines being overlapped with the second open-
ings and extending in the first direction, the plurality of
second lines comprising a second organic light-emit-
ting layer that is different from the first organic light-
emitting layer; and

a plurality of third lines on the insulating layer, the third
lines being overlapped with the third openings and
extending in the first direction, the plurality of third
lines comprising a third organic light-emitting layer
that is different from the first and second organic
light-emitting layers,

wherein the five first lines and the second lines, which are
adjacent to each other, are partially overlapped with
each other on the insulating layer, and the five first
lines, the second lines, and the third lines are not
overlapped with the openings overlapped with other
ones of the lines,

wherein the flat panel display device comprises five
directly adjacent pixels, each comprising a first sub-
pixel, a second sub-pixel and a third sub-pixel,
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wherein a first opening of the first openings, a second

opening of the second openings, and a third opening of

the third openings are located so as to correspond to the
first sub-pixel, the second sub-pixel and the third sub-
pixel, respectively,

wherein a distance between the first opening and the

second opening is different from a distance between the

second opening and the third opening,

wherein the five first lines are in the five directly adjacent

pixels and numbered 1 through 5 in a second direction

perpendicular to the first direction;

each of the five first lines having a first shadow on a first

side of the line and a second shadow on a second side

of the line; and

each first shadow  satisfying

SL1<SL2<S[.3<S[4<SLS5,

where SLi is the first shadow of the ith first line.

2. The flat panel display device of claim 1, wherein the
second lines and the third lines, which are adjacent to each
other, are partially overlapped with each other on the insu-
lating layer.

3. The flat panel display device of claim 1, wherein the
distance between the first opening and the second opening

is greater than the distance between the second opening

and the third opening.

4. The flat panel display device of claim 1

wherein at least two openings from among the first

openings, the second openings, and the third openings

have different sizes from each other.

5. The flat panel display device of claim 4, wherein a size
of each of the third openings is greater than a size of each
of'the first openings or a size of each of the second openings.

6. The flat panel display device of claim 1,

wherein the insulating layer has fourth openings, the flat

panel display device further comprising a plurality of
fourth lines on the insulating layer, the fourth lines
being overlapped with the fourth openings and extend-
ing in the first direction, the plurality of fourth lines
comprising a fourth organic light-emitting layer that is
different from the first, second, and third organic light-
emitting layers,

wherein:

a distance between a first opening of the first openings
and an adjacent second opening of the second open-
ings is a first gap,

a distance between a second opening of the second
openings and an adjacent third opening of the third
openings is a second gap, and

a distance between a third opening of the third openings
and an adjacent fourth opening of the fourth open-
ings is a third gap, and

wherein all the first to third gaps have different sizes.

7. The flat panel display device of claim 6,

wherein a distance between a fourth opening of the fourth

openings and an adjacent first opening of the first

openings is a fourth gap, and

wherein all the first to fourth gaps have different sizes.

8. A flat panel display device comprising:

a substrate;

an insulating layer on the substrate, the insulating layer

having first openings, second openings, and third open-

ings;

five first lines on the insulating layer, the five first lines

being overlapped with first openings and extending in

a first direction, the five first lines comprising a first

organic light-emitting layer;
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a plurality of second lines on the insulating layer, the
second lines being overlapped with the second open-
ings and extending in the first direction, the plurality of
second lines comprising a second organic light-emit-
ting layer that is different from the first organic light-
emitting layer; and

a plurality of third lines on the insulating layer, the third
lines being overlapped with the third openings and
extending in the first direction, the plurality of third
lines comprising a third organic light-emitting layer
that is different from the first and second organic
light-emitting layers,

the five first lines and the second lines, which are adjacent
to each other, are partially overlapped with each other
on the insulating layer, and

wherein the five first lines, the second lines, and the third
lines are not overlapped with the openings that are
overlapped with other ones of the lines, and a distance
between the first openings and the second openings
adjacent to the first openings, a distance between the
first openings and the third openings adjacent to the
first openings, and a distance between the second
openings and the third openings adjacent to the second
openings, are greater than widths of the first, second,
and third openings along a second direction, which is
perpendicular to the first direction wherein the flat
panel display device comprises five directly adjacent
pixels, each comprising a first sub-pixel, a second
sub-pixel and a third sub-pixel,

wherein a first opening of the first openings, a second
opening of the second openings, and a third opening of
the third openings are located so as to correspond to the
first sub-pixel, the second sub-pixel and the third sub-
pixel, respectively,

wherein a distance between the first opening and the
second opening is different from a distance between the
second opening and the third opening,

wherein the five first lines are in the five directly adjacent
pixels and numbered 1 through 5 in a second direction
perpendicular to the first direction;

each of the five first lines having a first shadow on a first
side of the line and a second shadow on a second side
of the line; and

each first shadow  satisfying the  condition
SL1<SL2<SL3<SL4<SL5, where SLi is the first
shadow of the ith first line.

9. The flat panel display device of claim 8, wherein at least
two openings from among the first openings, the second
openings, and the third openings have different sizes from
each other.

10. The flat panel display device of claim 9, wherein a size
of each of the third openings is greater than a size of each
of'the first openings or a size of each of the second openings.

11. The flat panel display device of claim 8, wherein the
insulating layer has fourth openings, the flat panel display
device further comprising a plurality of fourth lines on the
insulating layer, the fourth lines being overlapped with the
fourth openings and extending in the first direction, the
plurality of fourth lines comprising a fourth organic light-
emitting layer that is different from the first, second, and
third organic light-emitting layers.

12. A flat panel display device comprising:

a substrate;

an insulating layer on the substrate, the insulating layer
having first openings, second openings, and third open-
ings;
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five first lines on the insulating layer, the five first lines
being overlapped with the first openings and extending
in a first direction, the five first lines comprising a first
organic light-emitting layer;

a plurality of second lines on the insulating layer, the
second lines being overlapped with the second open-
ings and extending in the first direction, the plurality of
second lines comprising a second organic light-emit-
ting layer that is different from the first organic light-
emitting layer; and

a plurality of third lines on the insulating layer, the third
lines being overlapped with the third openings and
extending in the first direction, the plurality of third
lines comprising a third organic light-emitting layer
that is different from the first and second organic
light-emitting layers,

wherein the five first lines and the second lines, which are
adjacent to each other, are partially overlapped with
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each other on the insulating layer, and the five first
lines, the second lines, and the third lines are not
overlapped with the openings overlapped with other
ones of the lines,

wherein the flat panel display device comprises five
directly adjacent pixels, each comprising a first sub-
pixel, a second sub-pixel, and a third sub-pixel,

wherein the five first lines are in the five directly adjacent
pixels and numbered 1 through 5 in a second direction
perpendicular to the first direction;

each of the five first lines having a first shadow on a first
side of the line and a second shadow on a second side
of the line; and

each first shadow  satisfying the  condition
SL,<SL,<SL;<SL,<SLs, where SL, is the first shadow
of the i first line.
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